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477H,  477A,  268A,  283,  285A,  285H,  285F,  293,  870K.

Tested  according  to  customer  

requirements.  Please  see  the  next  page.

Sample  receipt  date : April  27,  2018.

Test  requirements :  

Test  methods :

Require..

Customer  reference  information :

The  test  results  comply  with  the  limits  set  forth  in  the  amended  Directive  (EU)  2015/863  of  Annex  II  to  the  EU  RoHS  Directive  2011/65/EU.

Kerry  Lu,  the  signatory.

.  

477.  Medicine  paste.

in  conclusion :.

Test  results :

April  27,  2018  -  May  4,  2018

Di(2-ethylhexyl)  phthalate  (BBP),  di(2-ethylhexyl)  phthalate  (DEHP),  and  diisobutyl  phthalate  (DIBP)

Test  sample  information :

Date:  May  4,  2018.  Page  1  of  6.

Authorized  signature.

Guangzhou  Branch  of  SGS-CSTC  Standards  Technical  Services  Co.,  Ltd.

Tests  were  conducted  based  on  the  submitted  samples  for  cadmium,  lead,  mercury,  hexavalent  chromium,  polybrominated  biphenyls  (PBBs),  and  polybrominated  diphenyls.

Boluo  County  Weiming  Trading  Co.,  Ltd.  

Holiday  City,  Yuanzhou  Town,  Boluo  County,  Huizhou  City,  Guangdong  Province,  China

SGS  work  number :

No.  CANML1807838510  

Test  period :

The  following  test  samples  were  provided  and  verified  by  the  applicant:  477.  Medicine  paste.

GZIN1804020790PC  -  GZ.  

Ethers  (PBDEs),  phthalates  (such  as  dibutyl  phthalate  (DBP),  butyl  benzyl  phthalate)

.  

Test  report.

Note:  This  report  is  the  Chinese  version  of  report  number  CANML1807838509.
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Test  Method :  Refer  to  IEC  62321-4:2013+A1:2017,  IEC  62321-5:2013,  IEC  62321-7-2:2017  and  IEC  62321-8:2017,  using  ICP-OES.

003.  

Test  results :

(2)  MDL  =  Detection  Limit  Value.

Limit.  Unit.  MDL.

SN1.

,  

Date:  May  4,  2018.  Page  2  of  6.

SGS  Sample  ID.

No.  CANML1807838510  

(1)  1  mg/kg  =  1  ppm  =  0.0001%.  

(3)  ND  =  Not  detected  (<  MDL ).  (4)  "-"  

=  Not  specified.

Sample  number.

,  

CAN18-078385.003  Dark  brown  liquid.

Analysis  was  performed  using  UV-Vis  and  GC-MS .

describe.

Test  sample  description :

Directive  2015/863,  amending  Annex  II  to  RoHS  Directive  2011/65/EU.

Remark :.

IEC  62321-6:2015  

Test  report.
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Test  items:  

Cadmium  (Cd),  

Lead  (Pb),  

Mercury  (Hg),  

Hexavalent  Chromium  

(Cr(VI)),  Sum  of  Polybrominated  Biphenyls  

(PBBs):  

Monobromobiphenyl ,  

Dibromobiphenyl ,  

Tribromobiphenyl,  

Tetrabromobiphenyl,  

Pentabromobiphenyl ,  

Hexabromobiphenyl,  

Heptabromobiphenyl,  

Octabromobiphenyl ,  

Nonabromobiphenyl,  

Decabromobiphenyl,  Sum  of  Polybrominated  

Diphenyl  Ethers  

(PBDEs):  

Monobromodiphenyl  

ether,  Dibromodiphenyl  

ether,  Tribromodiphenyl  ether,  Tetrabromodiphenyl  ether ,  Pentabromodiphenyl  ether.
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Test  items:  

Hexabromodiphenyl  

ether,  

Heptabromodiphenyl  

ether,  

Octabromodiphenyl  

ether,  Nonabromodiphenyl  ether,  

Decabromodiphenyl  ether,  Dibutyl  

phthalate  (DBP),  Butyl  benzyl  phthalate  (BBP),  Di(2-

ethylhexyl)  phthalate  (DEHP),  Diisobutyl  phthalate  (DIBP).
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Test  report.

Remark :.

No.  CANML1807838510  

Note:  The  results  shown  represent  the  content  within  the  total  weight  of  the  wet  sample.

003.  

http://www.cenelec.eu/dyn/www/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:12586  

Date:  May  4,  2018.  Page  3  of  6.

Limit.  Unit.  MDL.

(1)  The  maximum  permissible  limits  are  referenced  from  RoHS  Directive  (EU)  2015/863.  The  IEC  62321  series  is  equivalent  to  the  EN  62321  series.

37,25.  
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measure

Colorimetric  reaction  occurs  upon  

addition  of  1,5-diphenylcarbazide .

filter

data

filter

UV-Vis  

spectrophotometer

Metal

solution

Lead/Cadmium/Mercury Polybrominated  biphenyls/polybrominated  diphenyl  ethers

ABS/PC/PVC  and  others

Boiling  water  extraction

ultrasonic  dissolution

Adjust  pH

data

.  

Digestion  at  150~160ÿ

data

1)  Analysts:  Zhang  Zilu /  Hu  Xiangyun  2)  Project  

Leaders:  Wang  Dan /  Liu  Qiong  3)  Samples  were  

completely  digested  according  to  the  following  procedure  (except  for  hexavalent  chromium  and  polybrominated  biphenyl/polybrominated  diphenyl  ether  tests).

non-metals

Residue

UV-Vis  spectrophotometer
1)  Alkali  fusion/ashing  

2)  Acid  dissolution

Inductively  Coupled  Plasma  

Atomic  Emission  Spectrometer/  

Atomic  Absorption  Spectrometer

Concentrated/Diluted  Extract

Hexavalent  chromium

Colorimetric  reaction  occurs  

upon  addition  of  1,5-diphenylcarbazide .

Acid  digestion  was  performed  

using  a  microwave  digester/  hot  plate.

data

Gas  Chromatography-Mass  

Spectrometry

Preprocessing

Aqueous  phase  was  

obtained  by  ultrasonic  digestion  and  separation  at  60°C .

Extraction  with  solvent

appendix

Pb/Cd/Hg/Cr6+/PBBs/PBDEs  Testing  Flowchart

Test  report. No.  CANML1807838510  Date:  May  4,  2018.  Page  4  of  6.
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Date:  May  4,  2018.  Page  5  of  6.No.  CANML1807838510  Test  report.

Phthalates  Test  Flowchart

appendix

2)  Project  Leader:  Liu  Qiong

1)  Analyst:  Hu  Xiangyun

Gas  Chromatography-Mass  Spectrometry

Extraction  with  solvent

Concentration/Dilution

data

Preprocessing

filter

measure
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CANML1807838510  

Test  report.

CAN18-078385.003.  

Date:  May  4,  2018.  Page  6  of  6.

Sample  photo:

No.  CANML1807838510  

This  photograph  is  for  use  only  with  the  original  SGS  report.

***Report  complete***.
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